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Abstract 

The mechanical properties of rock salt with various amounts of carnallite content are 
determined in the laboratory. The compressive and tensile strengths and elastic moduli of 
the specimens decrease exponentially with the increasing carnallite content (C%). The 
Poisson’s ratios increase linearly from 0.27 for pure halite to 0.39 for pure carnallite. The 
effects of the carnallite content tend to act equally throughout the range of the confining 
pressures used here (0-12 MPa). The Hoek-Brown strength criterion fits well with the 
strength results under the various amounts of C%, and can be applied to determine the 
appropriate extraction ratio and stability of exploratory boreholes. When the C% increases, 
the pillar strength and extraction ratio decrease, but the excavated rock contains a higher 
concentration of sylvite (KCl). Conversely, for the lower C% the pillar strength and 
extraction ratio are higher, but the extracted rock contains a lower concentration of KCl. 
The dilation and failure zones around the exploratory boreholes increases with the depth 
and carnallite content.  
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Introduction 

The rapid growth of the exploitation of 
resources and the potential development of 
underground space utilization have called for a 
true understanding of the mechanical behavior 
of the Maha Sarakham rock salt, particularly 
that of the Middle and Lower Salt members. 
One distinct implication is that the mechanical 
properties of Maha Sarakham salt tend to have  

 
 
 
 
high variations. These variations may be 
caused by internal (intrinsic) factors (i.e., 
differences in grain sizes, carnallite content, 
and cohesive forces between the grains), and 
by external factors (differences in specimen 
sizes, loading rates, stress-paths, and testing 
temperatures). These uncertainties have raised 
a question about the representativeness and 
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reliability of laboratory-determined properties 
when applied to the design and analyses of 
engineering structures in the salt mass. 

Inclusions and impurities in salt can 
affect its creep deformation and strength.  The 
degree of impurity is different for different 
scales. Handin et al. (1984) stated that natural 
rock salt may contain 3 forms of impurities:  
(1) extraneous minerals may be disseminated 
between halite grains, (2) some water may be 
trapped in the halite crystal structure or it may 
appear in brine-filled fluid inclusions or along 
grain boundaries, and (3) foreign ions such as 
K+, Ca2+, Mg2+, Br-, and I- may be embedded 
in the crystal structure. The coupled effects of 
the impurities on the mechanical properties of 
salt can be very complicated (Franssen and 
Spiers, 1990; Raj and Pharr, 1992; Senseny et 
al., 1992). Fuenkajorn et al. (2011) conducted 
mechanical testing on the Middle Salt member 
and found that the compressive and tensile 
strengths of the rock increase with the increasing 
anhydrite content. Handin et al. (1984) compared 
the steady-state flow parameters obtained for 
pure halite with those for salt samples with 
0.6% MgCl2 inclusions and with 0.1% KCl 
inclusions, and concluded that the inclusions 
appreciably increase the creep rate of salt. 

Potash has become 1 of the prominent 
ores associated with Maha Sarakham salt.  
In the Sakon Nakhon basin, Asia Pacific 
Potash Corporation (APPC) has carried out an 
extensive exploration programme, and drawn a 
detailed mine plan for extracting sylvite from 
the upper portion of the Lower Salt member 
(Crosby, 2005). It has been estimated that the 
inferred reserves of sylvite are about 302109 t 
for the Udon South deposit and 665109 t for 
the Udon North deposit. In the Khorat basin, 
Asean Potash Mining Company has also 
conducted extensive studies and developed 
exploratory inclined shafts to investigate the 
feasibility of extracting carnallite from the 
Lower Salt member. 

Extensive laboratory testing has been 
performed to determine the mechanical and 
rheological properties and behavior of the 
Maha Sarakham rock salt under a variety of 
boundary and loading conditions. Wisetsaen  
et al. (2015) suggested that the tensile elastic 
modulus of the salt linearly decreases with an 
increasing temperature. The salt specimens 

also exhibit time-dependent behavior under 
tension, particularly under high temperatures 
and low loading rates. Fuenkajorn et al. (2012) 
concluded from their experimental results that 
the salt’s elasticity and compressive strength 
increase with the loading rates. The strains 
induced at failure decrease as the loading rate 
increases. Sriapai et al. (2013) found that the 
intermediate principal stress (2) or Lode 
parameter can affect the compressive strengths 
of the Maha Sarakham salt. The salt’s 
elasticity, however, tends to be independent of 
2. The above-mentioned research concentrated 
on the properties and behavior of rock salt  
with virtually pure halite. The effects of the 
carnallite content on the rock’s mechanical 
properties have never been addressed and 
investigated. Such knowledge is important for 
carnallite ore exploitation and excavation 
design in the basins. 

The objectives of this study are to 
determine the effects of the carnallite content 
on the strength and elasticity of the rock salt, 
to calculate the appropriate extraction ratios of 
the potash mines while maintaining sufficient 
stability of the support pillars, and to predict 
the mechanical stability of exploratory boreholes 
at the mine’s horizon. The effort involves 
performing characterization testing of the rock 
salt specimens with various amounts of 
carnallite content and the derivation of strength 
criterion to describe the rock’s strengths and 
deformability as affected by the carnallite. The 
results are applied to determine the pillar and 
borehole stability in potash mines. 

Sample Preparation 

Rock salt blocks (0.5×0.5×0.7 m3) were collected 
from an underground carnallite mine in the 
northeast of Thailand. They came from the 
Lower Salt member of the Maha Sarakham 
formation. The carnallite beds are commonly 
found near the top of the Lower Salt member.  
Hite and Japakasetr (1979), Hite (1982), and 
Suwanich (1983) stated that the carnallite’s 
origin should be a primary mineral and that it 
is often found near flanks or shelves of salt 
domes or anticlines. Only rock salt blocks that 
contain halite and carnallite are used to prepare 
the specimens in this study. The carnallite 
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appears as crystalline or granular masses. In 
some blocks the interbeddings of carnallite and 
halite can be clearly seen. In some blocks the 
contacts between the 2 minerals cannot be 
defined. An attempt was made here to obtain 
rock cores by using an impregnated diamond 
coring bit with a 54 mm diameter. During 
drilling, the specimens with a high carnallite 
content tended to break along the bedding 
planes. The obtained core length was less than 
twice the core diameter. The specimens used 
for the uniaxial and triaxial compression tests, 
and the uniaxial and triaxial creep tests  
are therefore prepared as rectangular blocks 
with nominal dimensions of 54×54×108 mm3.  
Figure 1 shows some examples of the rectangular 
block specimens. For the Brazilian tension 
test, 62-mm diameter disks can be prepared 
with a thickness-to-diameter ratio of 0.5. 

Chemical analyses by X-ray diffraction 
(XRD) performed on some specimens show 
that the primary mineral compositions of the 
specimens are halite and carnallite, which are 

of interest in this study (Table 1). The halite 
crystals are about 2-5 mm. The size of the 
carnallite crystals varies greatly from 1 mm to 
2 cm. Other minerals are relatively small and 
tend to appear in about the same amounts in all 
specimens. Due to the difference of the 
densities between halite and carnallite, the 
carnallite content (C%) for each specimen can 
be estimated by: 
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where  is the specimen density, s is the 
density of halite (2.16 g/cc), and c is the 
density of carnallite (1.60 g/cc) (Klein et al., 
1998). 

Tension Test 

The Brazilian tension test method and calculation 
follow the ASTM (D3967) standard practice  

 
 

Figure 1. Some block specimens prepared for uniaxial and triaxial compression tests 

Table 1. Chemical compositions of some specimens 
 

Components Sample no. 1 Sample no. 2 Sample no. 3 Sample no. 4 
Carnallite (KMgCl3 6H2O) 0.05 24.75 38.31 52.98 
Halite (NaCl) 92.40 64.60 42.80 35.97 
MgCl2 5.71 8.93 9.69 5.55 
Calcite (CaCO3) 0 0.21 0.48 1.92 
Anhydrite (CaSO4) 0.11 0.17 0.65 1.23 
Sylvite (KCl) 0.09 0.19 6.10 1.01 
Hydrophilite (CaCl2) 0 0 1.64 0.56 
Wuestite 0 0.06 0.43 0.44 
Calcium Chloride (CaCl) 1.65 1.08 0.89 0.33 
Density (g/cc) 2.11 1.96 1.89 1.76 
C% (determined by density ratio) 8.56 36.12 49.01 71.08 
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(ASTM, 1998) and the ISRM suggested methods 
(Brown, 1981). Over 60 specimens with various 
amounts of carnallite content have been tested. 
The specimens have nominal diameters of 62 
mm with a length-to-diameter ratio of 0.5. The 
bedding planes are parallel to the specimen 
axis. Figure 2 plots the Brazilian tensile 
strengths (B) as a function of the C% varying 
from 0% (pure halite) to 94%. Post-test 
observations show that there are 2 combined 
modes of fracturing in the specimens: cleavage 
fracturing in the halite and conchoidal fracturing 
in the carnallite. The tensile strengths decrease 
exponentially with the increasing carnallite 
content: 
 

 %0200exp6601 C..B   C  MPa (2) 
 
The tensile strengths for pure carnallite 

specimens are about 14% of those for pure 
halite specimens. The strengths show relatively 
high intrinsic variability (R2 = 0.873) for all the 
C%. This could be explained by the fact that the 
tensile splitting of the disk specimen may be 
governed by the orientations and amounts of 
halite and carnallite along the loading diameters. 
Under the same C%, the specimens may show 
high strengths if the tensile splitting occurs 
through the salt crystals. The low strengths 
may be obtained for the tensile cracks that are 
largely induced through the carnallite crystals. 

Compression Test 

A polyaxial load frame (Fuenkajorn et al., 
2012) has been used to apply lateral and axial 

stresses on the rectangular specimens. Sixty 
specimens have been tested. Except for the 
specimen geometry, the test procedure and 
calculations follow the ASTM (D7012-07) 
standard practice (ASTM, 2007). 

The uniaxial compressive strengths (c) 
as a function of the C% at dilation and at failure 
are shown in Figure 3. The dilation strength is 
the point at which the specimen is loaded and 
deformed to its elastic limit. Beyond this point 
the micro-cracks are initiated, the specimen 
volume increases, and the axial stress-strain 
relationship is no longer linear. The results 
show that the strengths at dilation (c,d) and at 
failure (c,f) exponentially decrease with the 
increasing C%, and can be represented by: 

 
 %0210exp898 C..f,c 

 
MPa (3) 

 %0120exp1923 C..f,c   
MPa (4) 

 
The exponential equations above fit 

relatively well with the strength results (R2  
0.8). The dilation strength is about 40% of the 
failure strength for the rock salt specimens 
with pure halite (C% = 0), and about 10% of the 
failure strength for the specimens with over 
80% carnallite content. Shear fractures are 
induced in all specimens. They cut through 
both the halite and carnallite crystals. No 
distinctive difference in the failure mode is 
found among specimens with a different C%.   

For the triaxial compression testing, the 
constant and uniform lateral stresses (2 = 3) 
range from 1.7, 3, 5, 7, and 9 to 12 MPa. The 
specimen deformations are monitored along 
the 3 loading directions and are used to calculate 

 
 
Figure 2. Brazilian tensile strength as a 
 function of the carnallite content 

 
 
Figure 3.  Uniaxial compressive strengths as 
 a function of the carnallite content 
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the principal strains during loading. Post-test 
specimens from the triaxial testing show 2 
types of failure mode: extensile splitting and 
compressive shear failure (Figure 4). The rock 
salt specimens with various percentages of 
carnallite failed mainly under the shear fractures 
and extensile splitting mode, particularly under 

low confining stresses. Shear fractures are 
found in the specimens that failed under high 
confining stresses. Figure 5 shows the stress-
strain curves monitored from the triaxial test 
specimens with various amounts of carnallite 
content and confining pressures. The effect of 
the carnallite can be observed by the reduction 
of the failure stresses and the increase of the 
failure strains, particularly under low confining 
pressures. All post-test specimens show multiple 
shear failures. 

The elastic modulus (E) and Poisson’s 
ratio () of the specimens are determined from 
the tangent of the stress-strain curves at 40% 
of the failure stress. On the assumption that the 
specimens are isotropic, the shear (rigidity) 
modulus (G), Lamé constant (), and Poisson’s 
ratio () can be calculated from the following 
relations (Jaeger et al., 2007): 

 
         2/12

13
2

32
2

21oct  - + - +-1/3 =  
 (5) 
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 (6) 
  octoctG 1/2   (7) 

 
 

Figure 4. Some post-test specimens showing 
 the combination of shear and extensile 
 failures 

 
 
Figure 5. Stress-strain curves obtained from the triaxial compression test for various 
 confining pressures 
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 (7) 

Table 2. Principal stresses at dilation and at failure and elastic parameters 
 

3 
(MPa) 

C% 1,d 
(MPa) 

1,f 
(MPa) 

G 
(GPa) 

 
(GPa) 

 E 
(GPa) 

0 0 11.3 23.4 8.47 5.58 0.29 21.8 
 19 9.6 20.8 5.49 3.14 0.28 13.3 
 25 8.4 12.3 3.28 2.62 0.28 8.4 
 45 5.3 9.9 2.23 2.15 0.31 6.5 
 87 3.1 6.7 1.09 1.17 0.39 2.6 

1.7 0 24.0 37.6 8.27 6.01 0.27 20.0 
 31 18.7 32.5 2.89 2.40 0.29 9.9 
 57 16.3 28.1 2.03 1.87 0.33 5.1 
 94 13.5 25.0 1.33 1.04 0.35 3.3 

3 0 28.5 41.9 7.78 7.86 0.27 16.6 
 0 24.7 45.1 7.03 6.40 0.26 15.8 
 48 24.1 36.9 1.85 5.27 0.32 6.1 
 79 17.5 32.8 1.67 1.63 0.34 4.4 

5 0 32.1 56.0 8.02 14.99 0.27 17.1 
 0 36.9 54.1 9.52 11.30 0.27 16.9 
 20 31.6 51.9 3.62 4.15 0.30 10.5 
 44 28.6 47.4 2.13 3.41 0.31 8.6 
 54 25.7 45.1 2.02 1.90 0.33 5.7 
 94 21.7 39.7 0.90 1.60 0.40 2.4 

7 0 38.4 60.0 7.01 15.30 0.26 16.5 
 0 42.3 63.6 10.10 13.80 0.26 16.1 
 25 36.4 56.1 3.91 6.19 0.28 9.9 
 45 24.3 52.7 2.42 3.44 0.31 7.0 
 71 31.7 50.4 1.45 2.73 0.35 4.2 
 93 26.5 46.0 0.85 1.92 0.38 3.0 

9 0 42.6 67.0 7.49 14.57 0.27 16.1 
 0 47.0 71.1 6.62 15.48 0.26 16.3 
 24 41.0 60.8 3.95 9.03 0.29 10.2 
 66 33.4 54.7 1.58 3.08 0.35 5.3 
 78 31.0 53.0 1.03 2.36 0.37 4.2 
 90 27.8 50.2 0.82 2.18 0.40 2.9 

12 0 51.0 81.2 10.90 4.57 0.26 16.9 
 26 45.6 68.1 4.15 7.27 0.30 10.8 
 52 39.3 63.6 2.40 4.99 0.34 7.7 
 75 35.3 61.4 1.22 2.99 0.38 4.8 
 93 30.1 55.8 0.74 2.63 0.40 3.5 
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  vm G  233   (8) 

 G  2  (9) 
 
where oct, oct, m, and v are the octahedral 
shear stress, the octahedral shear strain, mean 
stress, and volumetric strain at dilation  
(the point where the elastic parameters are 
determined). Table 2 gives the calculated elastic 
parameters for each specimen. The elastic 
modulus rapidly decreases with the increasing 
C% (Figure 6(a)): 
 

 %0210exp8116 C..E   GPa (10) 
 

The elastic moduli of the pure halite 
specimens are about 17-22 GPa, which agrees 
with those obtained by Sriapai et al. (2013) and 
Funkajorn et al. (2012). Extrapolation of the 
above equation suggests that the pure carnallite 
specimens would have the elastic moduli of 
less than 2 GPa. The increases of the Poisson’s 
ratio with the increasing carnallite content can 
be represented by a linear equation (Figure 
6(b)): 

 
0.264 +0.002 =   %C  (13) 

 
The results suggest that under loading the 

carnallite tends to dilate more than the halite. 
This is probably because carnallite is softer 
and has no cleavage while the stronger halite 
crystal has 3 mutually perpendicular cleavage 
planes.  

Strength Criterion 

The Hoek-Brown criterion (Hoek and Brown, 
1980) is used here to describe the relationship 
between the major (1) and minor (3) 
principal stresses at dilation and at failure of 
the triaxial test results: 
 

  212
331  /

cc sm    (14) 
 
where m and s are material constants. For 
intact rock, s = 1. The parameter m varies from 
less than 1 for soft rocks to greater than 1000 
for strong rocks (Hoek and Brown, 1980). 

The criterion can be rewritten as a 
function of the principal stresses at dilation and 
at failure: 

 

  212
331 d,cd,cdd, sm    (15) 

  212
331 f,cf,cff, sm    (16) 

 
where md and mf represent the conditions at 
dilation and at failure. Via regression analysis, 
they can be defined as a function of the C% as: 
 

73140850 % .C.md   (17) 

09180330 % .C.m f   (18) 
 

By substituting Equations (3), (4), (17), 
and (18) into Equations (15) and (16), the 
complete failure and dilation criteria for  
 

 
 

Figure 6. Elastic modulus (a) and Poisson’s ratio (b) as a function of the carnallite content 


